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ITEMS SPECIFICATION ANALYTICAL METHOD 

Appearance White powder Visual observation 

Acid Value (mg KOH/g) 675±2 SH/T1612.2 

4-CBA + P-Toluic Acid (ppm) Max 180 SH/T1687 

Fe (ppm) Max 1 SH/T1612.3 

Heavy Metal (ppm) Max 5 SH/T1612.3 

Ash (ppm) Max 8 GB/T7531 

Moisture (Wt. %) Max 0.2 SH/T1612.4 

B  1.2±0.3 SH/T1612.10 

△Y Max 10  

DMF Color (APHA) Max 10 GB/T3143 

Average Particle Size (μm) 115±15 SH/T1612.8 


